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GREEN PACKAGING MATERIAL(JIANGYIN)CO.,LTD. .

NO.220 XIEHE,QINGYANG TOWN,JIANGYIN CITY,JIANGSU PROVINCE

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : Co-extrusion film .

SGS Job No. : O-NJAFL201800347504 ASH18-038151 - SH .

Date of Sample Received : . 08 Aug 2018.

Testing Period : . 08 Aug 2018 - 14 Aug 2018 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : .

Test Results : .

Please refer to next page(s). .

Please refer to next page(s). .

Dora Hu.

Approved Signatory . . .

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. SHA18-177120.001 Transparent plastic film .

Remarks :.

(1) 1 mg/kg = 0.0001% .

(2) LOQ = Limit of Quantitation .

(3) ND = Not Detected ( < LOQ ) .

(4) "-" = Not Regulated .

Phthalates Content.

Test Method : . With reference to EN 14372:2004, analysis was performed by GC-MS. .

CAS NO.Test Item(s). Unit. LOQ. 001.

Di(2-ethyhexy)adipate(DEHA) . 103-23-1. %. 0.003 ND



Test Report. No. SHAFD1817712001  Date: 14 Aug 2018 . Page 3 of 3.

Sample photo: .

SHAFD1817712001

SHA18-177120.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .


